145
CENTRO

CE co TEST LABORATORY
CENTRO DI RICERCA E SPERIMENTAZIONE
PER L'INDUSTRIA CERAMICA
SEDE
Via Martelli, 26 - 40138 Bologna Bologna, 21/07/10
Tel. 051 534015 - Fax. 051 530085

CERTI.CER. TEST REPORT N° §955/10
LABORATORIO DI ZONA (translation of test report Nr. 5954/10 of 21/07/10)

Via Valle d'Aosta, 1 - 41049 Sassuolo
Tel. 0536 802154

Part. IVA 0094778-0375

Requested by:  LAMINAM S.p.A. — Via Ghiarola Nuova, 258 — 41042 FIORANO MODENESE (MO)

On (date): 16/06/10
o ey 2™P® samples 50 x 50 x 0,35 cm cut from slabs 100x300x0,35 cm marked "OXIDE NERO".

DIN 51094 - Resistance of the colours to the light

Atfter the test the surface did not show any variation.

The results reported relate only to the samples tested.No responsibility is taken for the accuracy of the sampling unless it is done under our
own supervision.The reproduction of this test report is only authorized in the form of a complete photographic facsimile. Qur written
approval is necessary for any partial reproduction.This test report consists of 1 pages this cover included.
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